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Chemical Analysis in wt%

H min. 3.5

O ≤0.5

C ≤0.05

Fe ≤0.1 

No. 3 | October 2025

Application

Production of metal foam.

Production method

Hydriding of Titanium Metal Grade 1

Size

0 - 500 µm

Chemical Analysis in wt%
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